
ERRATA

January 2018 VI-61

F tyw  = 11 E   =   10,100 k/in2

kt   =   1
k/in 2

F

F tuw  =   24 k/in 2

cyw  = 11 k/in 2

For thicknesses > 0.375” welded with 4043, 5554, 
or 5654 alloy filler

6061 - T6           ASTM B209 0.010 to 4.000 in. thick
6061 - T651       ASTM B209 0.010 to 4.000 in. thick
6061 - T6           ASTM B210 0.025 to 0.500 in. thick
6061 - T6           ASTM B211 0.125 to 8.000 in. thick
6061 - T651       ASTM B211 0.125 to 8.000 in. thick
6061 - T6           ASTM B632 0.010 to 0.625 in. thick
6061 - T6           ASTM B221, B241, B429
6061 - T6510     ASTM B221
6061 - T6511     ASTM B221
6061 - T6           ASTM B247 0.000 to 4.000 thick
6061 - T6           ASTM B308 0.062 thick and greater
6351 - T5           ASTM B221 0.000 to 1.000 in. thick
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ERRATA

VI-62 January 2018

For thicknesses < 0.375" welded with 4043, 5554, or 5654
and for any thickness welded with 5183, 5356, or 5556

6061 - T6           ASTM B209 0.010 to 4.000 in. thick
6061 - T651       ASTM B209 0.010 to 4.000 in. thick
6061 - T6           ASTM B210 0.025 to 0.500 in. thick
6061 - T6           ASTM B211 0.125 to 8.000 in. thick
6061 - T651       ASTM B211 0.125 to 8.000 in. thick
6061 - T6           ASTM B632 0.010 to 0.625 in. thick
6061 - T6           ASTM B221, B241, B429
6061 - T6510     ASTM B221
6061 - T6511     ASTM B221
6061 - T6           ASTM B247 0.000 to 4.000 thick
6061 - T6           ASTM B308 0.062 thick and greater
6351 - T5           ASTM B221 0.000 to 1.000 in. thick

F tyw  = 15 E    =   10,100 k/in2

k t   =   1
k/in 2

F

F tuw   =   24  k/in 2

cyw  = 15 k/in 2
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